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ABSTRACT 

For many years, polypropylene (PP) has been very success-

fully used for film blown, injection molded, and extrusion applica-

tions. This work aimed to study the effect of linear low density pol-

yethylene (LLDPE), talc and calcium carbonates on mechanical, 

thermal and rheological properties of local homopolymer polypro-

pylene (PP) for injection molded application. In, five formulations 

of PP and LLDPE viz. 90/10, 80/20, 70/30, 60/40 and 50/50 in ratio 

of weight percentage were prepared for injection moulding ma-

chine. PP/LLDPE (70/30) blend was selected and further investi-

gated using different four fractions of talc and calcium carbonate. 

The resulted samples were subjected to mechanical properties tests 

such as flexural modulus, impact resistance and hardness. The 

thermal properties such as heat deflection temperature (HDT) were 

evaluated. The rheological properties such as melt flow index 

(MFI) and melt density were recorded, in addition, density test have 

been determined.  

The results showed improvement on the mechanical, thermal 

and rheological properties. It is then concluded that the optimum 

compounds of PP/LLDPE blends provided good mechanical, ther-

mal properties and a moderate rheological properties was 70/30. 

However incorporated talc and calcium carbonate led to increase 

the hardness, MFI and melt density while then decreased the impact 

resistance of PP/LLDPE blend. It was realized that increase of talc 

and calcium carbonate content into PP/LLDPE blends increase the 

density. Taking this into consideration, thus the optimum com-

pounds provided good balance of cost and performance   (mechani-

cal, rheological properties and density) of PP/LLDPE/Talc/CaCo3 

was (42/18/20/20) in ratio of weight percentage respectively. 
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 المســتخلص

تستخذم هبدح الجىلٍ ثزوثلُي فٍ الكثُز هي التطجُقبد هٌهب ًفخ الأفلام والتشكُل ثبلحقي 

الحزارَخ , تقُُن وتحسُي الخظبئض الوُكبًُكُخالهذف هي هذا الجحث دراسخ . والجثق

الوستخذم فٍ تطجُقبد  PPKPC-114 والزَىلىجُخ  لوبدح الجىلٍ ثزوثلُي الوٌتج هحلُبً 

 والتلك  هبدح الجىلٍ إثُلُي هٌخفض الكثبفخ الخطٍأضبفخ التشكُل ثبلحقي عي طزَق 

بلين مع البولي أثلين خلطات من مزيج البولي برو 5تم تجهيز  .وكزثىًبد الكبلسُىم

و   60/40، 70/30، 80/20،  90/10 هي بنسب وزنيه الكثافة الخطي منخفض

هختلفخ هي هبدتٍ التلك  لُضبف له أرثعخ ًست 70/30تن أختُبر الوشَج  .50/50

سز، تن أجزاء اختجبراد هُكبًُكُخ هثل اختجبر الك وكزثىًبد الكبلسُىم كوىاد هبلئخ.

 .ٌ هى اختجبر درجخ حزارح الاًحزاف الحزارٌ روالظذم والظلادح واختجبر حزا

 أَضبً  تنكوب اختجبراد رَىلىجُه هثل اختجبر هعبهل إًسُبة الوظهىر وكثبفخ الوظهىر. 

فٍ الخظبئض الوُكبًُكُخ، الحزارَخ واضح أظهزد تحسي  حُث اجزاء اختجبر الكثبفخ.

 الجىلٍ إثلُي هٌخفض الكثبفخ الخطٍعٌذ هشجه هع والزَىلىجُخ لوبدح الجىلٍ ثزوثلُي 

وأى افضل هشَج َعطٍ خظبئض هُكبًُكُخ وحزارَخ هوتبسح وخظبئض رَىلىجُخ 

 .70/30هعتذلخ هى 

دي إلً سَبدح  أ 70/30أضبفخ الوىاد الوبلئخ )التلك وكزثىًبد الكبلسُىم( للوشَج 

الٌتبئج  هقبوهخ الظذم. إًقبصالظلادح، هعبهل إًسُبة الوظهىر وكثبفخ الوظهىر وإلً 

 . تىطل الجحث إلً اى اَضبً اظهزد اى سَبدح الوىاد الوبلئخ تؤدٌ إلً سَبدح الكثبفخ

واى افضل ًسجخ  70/30هع الجىلٍ إثلُي هٌخفض الكثبفخ هى  افضل هشَج للجىلٍ ثزوثلُي

، )هُكبًُكُخخظبئض ال تكلفخ وهىاسًخ ثُي الأفضل  الوبلئخ هع الوشَج لتعطٍللوىاد 

تلك/كزثىًبد الهى )ثىلٍ ثزوثلُي/ثىلٍ إثلُي هٌخفض الكثبفخ/ (رَىلىجُخ وكثبفخ

 .(20/20/18/42)  ( هٍ علً التىالٍالكبلسُىم
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