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Abstract 

The thermal conductivity coefficient has been studied for three types of 

wires. Pure copper wire, 15cm long copper coated and 50cm long copper coated. 

In order to compare thermal conductivity for these wires and to recognize the 

meaning of superconductivity and the effect of temperature on conductivity of 

conductors and superconductors. The thermal conductivity coefficient has been 

calculated and the resistivity also has been conducted. The obtained results a 

agrees with theoretical consideration. 
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 مستخلص

 

سلك لنحاس نقي . في هذا البحث تمت دراسة معامل التوصيل الحراري لثلاثة أنواع من الأسلاك

أجل مقارنة  من. سم 15بطول   وآخرسم  51و عينة من سلك النحاس المطلي بمادة من اللحام بطول 

التوصيل الحراري لهذا الأسلاك والتعرف على معنى الموصلية الفائقة وتأثير درجة الحرارة على 

وقد تم حساب معامل التوصيل الحراري وأيضا تم . الفائقة تلتوصيل لكل من الموصلات والموصلاا

 .النظرية  وتتفق النتائج التي  تم الحصول عليها مع الفروضيات. حساب المقاومة النوعية
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