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Abstracts 

The Effect of Slope of Grain on Modulus of Rupture (MOR) and 

Modulus of Elasticity (MOE) of sunt (Acacia nilotica) Wood Grown 

in Blue Nile State 

This investigation delt with the effect of grain angle on modulus of rupture (MOR) 

and modulus of elasticity (MOE) of sunt wood grown in Blue Nile State. Static 

bending test was carried out for samples with five different grain angles including 

zero angle i.e. clear wood with straight grain. The slopes used included   1in 16, 

1in 12, 1in 8, and 1in 6. From test results modulus of rupture and modulus of 

elasticity were calculated for each slope of grain. Four grades were selected 

arbitrarily and suitable strength ratios were assigned to these grades. From the test 

results and using the strength ratios the MOR was calculated for each grade. 

Analysis of variance and Duncan’s Multiple Range test were carried out, looking 

for the level of significance of the variations in MOR and MOE between the 

different grain angles. Regression analysis was also carried out for establishing 

relationships between each of MOR and MOE as dependent variables and grain 

angles as independent variables for estimating grain angles for different grades. 

The relationship between grain angle and MOR was established for short duration 

ultimate stress. The values of MOR for each grade (MORg) were substituted in the 

model relating MOR to slope of grain to find the slope of grain for each grade.  

Highly significant differences were found between MOR for the different slopes of 

grain (P < 0.0001). Significant differences were also obtained between MOE for 
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the different slopes of grain (p = 0.0086). This p–value shows that MOE is not as 

sensitive to changes in slope of grain as MOR. 

 Regression analysis resulted in a model for estimating MOR from the slope of 

grain or vice versa. The model is as follows: 

MOR = 1986-3697.6×SG .Where: SG= slope of grain,  

The model for MOE was as follows: 

MOE = 173580 – 189299 × SG 

The slopes of grain obtained for the different grades were as follows: 

Grade                       First            Second          Third            Fourth 

Slope of grain          1 in 10          1 in 6            1 in4              1 in 3 

It appeared from the results that the variability of wood as a natural material 

affected the relationship between MOR and MOE on one side and slope of grain 

on the other by reducing R² values. The small size of the samples used also 

contributed to the same above effect. 
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  ملخص البحث

 ومعامل المرونة) MOR(تأثیرانحراف اتجاه الألیاف على معامل الانھیار 

)MOE ( فى اخشاب السنط)Acacia nilotica(  النامیة بولایة النیل الازرق  

ة تحدید تأثیر انحراف اتجاه الالیاف على معامل الانھیار ومعامل المرونة فى اخشاب إستھدفت ھذه الدراس

ر الانحناء اجراء اختبا ولتحقیق ھذا الھدف تم .بولایة النیل الازرق النیلیھ السنط النامیة فى الغابات

 نحراف فیھانحراف الالیاف بمافیھا عینات لا إمن ادرجات  تیكي على عینات من خشب السنط بخمسالاستا

وشملت البیانات التى تم . 1/6، 1/8، 1/12،  1/16، صفر  : الالیاف مایلى درجات انحراف وقد شملت

 حد التناسب والانحراف حتى نقطة نقطھ ار الحمل الاقصى عند الانھیار والحمل عندھا من نتائج الاختبتسجیل

امل المرونة لكل درجة من درجات انحراف ومن ھذه البیانات  تم حساب معامل الانھیار ومع. حد التناسب 

 .وتم إختیار اربعھ درجات ومقابل كل درجھ نسبھ قوة تم تحدیدھا حسب نوعیھ الاخشاب المتوفرهالالیاف 

وقد تم تحلیل النتائج باستخدام تحلیل التباین . .وباستخدام نسبھ القوه تم حساب معامل الانھیار لكل درجھ قوه 

بین كل من معامل الانھیار ومعامل المرونة كمتغیرات تابعة وانحراف اتجاه الالیاف  وتحلیل الانحدار الخطي

وبتعویض معامل الانھیار لكل درجھ قوه فى نموذج الانحدارالخطى الذى یربط معامل  .كمتغیر مستقل

ت نتائج واظھر . الانھیار بانحراف الالیاف تم الحصول على درجات إنحراف الالیاف لدرجات القوة المختلفھ

كما . )P<0.0001(تحلیل التباین فروق معنویة عالیھ بین معامل الانھیار لدرجات انحراف الالیاف المختلفة 

أظھرت النتائج أیضاً وجود فروق معنویھ بین معامل المرونة لدرجات انحراف الالیاف المختلفة 

)P=0.0086 ( . وتدل قیمة)P (حراف اتجاه الالیاف بنفس حساسیة ھذه على أن معامل المرونة لم یتأثر بأن

) MOR(معامل الانھیار ومن نتائج تحلیل الانحدار الخطي نموذج ریاضي یحدد علاقة معامل الانھیار 

  بانحراف اتجاه الالیاف والنموذج ھو 

MOR=1986-3697.6×SG  

  .درجة انحراف الالیاف= SGحیث  
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ودرجة انحراف اتجاه ) MOE( ة بین معامل المرونةنموذج للعلاق نتج عن تحلیل الانحدار الخطي ایضاًكما  

  الالیاف

MOE=173580-189299×SG. 

  : وكانت درجات إنحراف الالیاف لكل نسبھ قوه والتى تم حسابھا من النموذج اعلاه كما یلى

   الرابعھ ھ                 الثالث     الثانیھ                        درجھ القوة                         الاولى               

 1/3   1/4 1/6     1/10إنحراف اتجاه الالیاف       

ئج ان التباین فى خصائص الاخشاب كمادة طبیعیة كان لھ تأثیر على العلاقة بین كل من اویظھر من ھذه النت

 R²قیمة أخرى وذلك بخفض  وانحراف إتجاه الالیاف من جھة معامل الانھیار ومعامل المرونة من جھة
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