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ABSTRACT 
In this study, different types of ferrites were prepared using a co-precipitation method. 

The synthesized ferrites include zinc ferrite (Zn-Fer), nickel ferrite (Ni-Fer), calcium 

ferrite (Ca-Fer), barium ferrite (Ba-Fer) and iron ferrite (Fe-Fer). These ferrites were 

characterized by FT-IR spectroscopy. The prepared ferrites were used to catalyze the 

Friedel-crafts benzylation reaction of p-xylene (p-Xyl) using benzylchloride (BC) as 

benzylating agent. The liquid phase reaction was conducted at about 90 °C for 3 hours 

using p-Xyl/BC molar ratio of 15:1. The reaction products were detected by GC 

chromatograph equipped with FID detector. The ferrite samples were found to 

perform differently for the benzylation reaction of p-Xyl. Four ferrites i.e. (Fe-Fer), 

(Ca-Fer), (Ba-Fer) and (Ni-Fer) had given positive results and only zinc ferrite was 

found not active for this reaction. The formation of benzylated xylene products was 

explained by the electrophilic attack of benzyl cation on the xylene ring, whose 

formation is facilitated by the activity of the ferrite catalyst. The benzlyation reaction 

was observed not to proceed in the absence of ferrite catalyst.   
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  الخلاصة
وھذه الاملاح . طریقة الترسیب المشارك الفرایت باستخدام أملاح انواع مختلفھ منفي ھذه الدراسة تم تحضیر

بواسطھ  ھاتشخیصوتم . حدید فرایت, باریوم فرایت, كالیسوم فرایت, نیكل فرایت, زنك فرایت: المحضره تشمل

 ات في تفاعلزومن ثم استخدمت ھذه الأملاح المحضرة كحفا). (FT-IR مطیاف الاشعھ تحت الحمراء جھاز

التفاعل اجراء  وتم  ,الإكسایلین باستخدام كلورید البنزایل كدلیل بنزایلي لةفرایدل كرافت في الوسط السائل لبنز

نسب مولیة بكلورید البنزایل  كسایلین الىلمدة ثلاثة ساعات باستخدام الا درجة مئویة 90حوالى في درجة حرارة 

  .المزود بمكشاف التاین اللھبى باستخدام جھاز كروماتوجرافیا الغازنواتج التفاعل تم تحلیلیھا , )15:1(

, الحدید فرایت: ھ الاربع في حالات الحفازات . اداء عینات الفرایت لتفاعل بنزلة الاكسایلین مختلف  ووجد أن

و الزنك فرایت فقط وجد انھ غیر فعال لھذا أعطت نتیجة إیجابیة  الباریوم فرایت والنیكل فرایت, الكالسیوم فرایت

 كاتیون البنزایل أكسایلین ھي التي توضح ھجوم الموجبیة للإلكترونات من نواتج ووجد أن تكون  التفاعل

لوحظ ان تفاعل البنزلھ لایتم فى كما ,الى  یتم تسھیلھا بنشاط  الفرایت المحفز البنزایل على حلقة الاكسایلین،

   .غیاب حفازات الفرایت
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