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Abstract 

In this study, magnesium oxide nanoparticles were prepared using two 
methods: 

- The sol-gel method with spontaneous combustion and employing green 
chemistry, which is a less expensive and environmentally friendly method 
using lemon juice extract. 

The second method is the liquid phase method, and in this method aqueous 
magnesium nitrate and sodium hydroxide are used as raw materials. 

In this work all final products has undergone of infrared (IR) analysis, 
scanning electron microscope (SEM), X-ray energy dispersion (EDX), 
ultraviolet (UV) device were diagnosed, and Pure nano-magnesium oxide 
powder was obtained, and this was confirmed by the tests conducted, and 
the results of a scanning electron microscope showed that the particle size 
ranges between (70 - 85 nm) 
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 المستخلص
  :النانوي باستخدام طریقتین ھمافي ھذه الدراسة تم تحضیر أكسید المغنیسیوم 

جل ذات الاحتراق التلقائي وتوظیف الكیمیاء الخضراء وھي طریقة أقل تكلفة  –السول طریقة -
  .وصدیقة للبیئة وذلك باستخدام مستخلص عصیر اللیمون

وفي ھذه الطریقة تستخدم نترات المغنیسیوم المائیة  liquid phaseالطریقة الثانیة ھي طریقة  -
  .وكسید الصودیوم كمواد أولیةوھیدر

والمجھر ، )IR(في ھذا العمل شخصت جمیع النواتج النھائیة لتحلیل الأشعة تحت الحمراء 
وجھاز الأشعة فوق  ،)EDX(والأشعة السینیة لتشتت الطاقة ) SEM(الإلكتروني الماسح 

النقي ، وھذا ما أكدتھ  وتم الحصول على مسحوق أكسید المغنیسیوم النانوي، )UV(البنفسجیة 
حجم الجسیمات یتراوح  أظھرت نتائج المجھر الإلكتروني الماسح أنالفحوصات التي أجریت ، و

  ) نانومتر 85 – 70(بین 
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